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POTASSIUM CORROSION TEST LOOP DEVELOPMENT 

I INTRODUCTION 

This report covers the period, from January 15, 1964 to April 15, 
1964, of a program to develop a prototype corrosion test loop for the 
evaluation of refractory alloys in boiling and condensing potassium en- 
vironments which simulate projected space electric power systems. The 
envisioned prototype test consists of a two-loop Cb-1Zr facility; sodium 
will be heated by direct resistance in a primary loop and will be used 
in a heat exchanger to boil potassium in the secondary, corrosion test 
loop. Heat rejection for condensation in the secondary loop will be 
accomplished by radiation in a high vacuum environment. The immediate 
corrosion test design conditions areaawn below; it is expected that 
the temperatures could be increased by about 400°F when testing is ex- 
tended to include refractory alloys stronger than Cb-1Zr. 

1, Boiling temperature, 1900°F 

2, Superheat temperature, 2000°F 

3. Condensing temperature, 1350°F 

4. Subcooling temperature, 800°F 

5 .  Mass flow rate, 20 to 40 lb/hr 

6. Vapor velocity, 100 to 150 ft/sec 

7 .  Average heat flux in the potassium 
boiler - 50,000 to 100,000 BTU/hr ft2 

The development program is proceeding with the construction and 
operation of three Cb-1Zr test loops, each of which will be used in a 
sequence of component evaluation and endurance testing. Loop I, a 
natural convection loop, has been operated for 1,000 hours with liquid 
sodium at a maximum temperature of 2260° to 2380°F to evaluate the elec- 
trical power vacuum feed-throughs, thermocouples, the method of attach- 
ing the electrodes, the electrical resistivity characteristics of the 
heater segment, and the use of thermal and electrical insulation. Loop 
11, a single-phase, forced-circulation loop, has been partially con- 
structed and will be operated for 2,500 hours with liquid sodium at 
about 2100°F to evaluate the primary loop EM pump, a flowmeter, flow 
control and isolation valves, and pressure transducers. The Pre-proto- 
type CorrosionTest Loop, a two-loop system, which is partially designed, 
will include a boiler, turbine simulator, and condenser in addition to 
the above components. This loop facility will be used to develop and en- 
durance test (2,500 hours) the components required to achieve stable oper 
ation at the corrosion test design conditions. 
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The quarterly reports issued for this program will summarize the 
status of the work with respect to design considerations, construction 
procedures, and test results. Detailed topical reports will also be 
issued to describe each test loop, Additional topical reports will be 
prepared to cover such area8 as materials specifications, purification 
of potassium and sodium, and inert gas purification and analysis. 
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PROGRAM STATUS 

1. Component Evaluation T e s t  Loop I 

During t h . e  past  qua r t e r ,  Component Evaluation T e s t  I success fu l ly  
completed 1,000 hours of opera t ion  a t  an average maximum temperature 
of 2320OF. 
s t ruc ted  pr imar i ly  of 0.375-inch OD by 0.065-inch wal l  Cb-1Zr tub ing  
and opera t ing  i n  an u l t r a  high vacuum chamber capable of 1 x 10'' t o r r  
operat ion.  The primary ob jec t ives  of t he  test were t o  eva lua te  t h e  
e l e c t r i c a l  power feed-throughs, the  method of a t t ach ing  e l e c t r o d e s ,  
t he  e l e c t r i c a l  r e s i s t i v i t y  of t h e  hea te r  segments and the  thermal and 
e l e c t r i c a l  i n su la t ion .  Loop opera t ion  was in te r rupted  a f t e r  500 hours 
t o  rep lace  thermocouples. The test  was r e - s t a r t ed  and continued unin- 
te r rupted  for an add i t iona l  500 hours of operat ion.  The ope ra t iona l  
r e s u l t s  of Loop I a r e  summarized i n  Table I and Figure 1. 

Loop I i s  a na tu ra l  convection, l i qu id  sodium loop con- 

The flow r a t e  i n  a na tu ra l  convection loop i s  a func t ion  of t he  
ne t  d i f f e rence  i n  t h e  average dens i ty  of t h e  f l u i d  between the  hot and 
c o l d  l egs  of t h e  loop, t he  height  of t h e  loop, and the  flow r e s i s t a n c e  
of t h e  loop. The flow r a t e  i n  the  loop w i l l ,  t he re fo re ,  remain constant  
once thermal equi l ibr ium has been achieved. The experimental  flow r a t e  
was ca lcu la ted  by equat ing the  expression f o r  t he  hea t  r e j e c t i o n  by ra- 
d i a t i o n  from a sec t ion  of the  cold l e g  t o  the  heat  l o s s  by t h e  sodium i n  
the  same sec t ion  of t he  cold l e g  

Q1 = '@E A(T14 - T24) = Btu/hour rad ia ted  

where Cp = Stefan-Boltzmann constant  = 0.1714 x Btu 

hr-f t 2-0R4 

6 = Emittance of emitter, 0.5 

A = Area of emitter, f t 2  

TI. = Absolute temperature of e m i t t e r ,  OR 

T2 = Absolute temperature of r e c e i v e r ,  R 0 

Q2 = W C A T  = Btu/hr lost  from sodium 

where W = Weight r a t e  of flow, lbs /hr  

c = Heat capac i ty ,  Btu/lb-OF 

AT = Sodium temperature drop, OF 

and solving f o r  the  flow r a t e .  The ca lcu la ted  flow r a t e  of 11.4 lbs /hr  
was then used t o  check the  heat  balance i n  t h e  h e a t e r  s ec t ions  and i n  the  
o v e r a l l  thermal balance of the  loop. The r e s u l t s  of these  ca l cu la t ions  
show t h a t  approximately 50% of the  t o t a l  heat  input of 1.7 KW was u t i l i z e d  

-3 - 



TABLE I 

LOOP I OPERATION RESULTS 

TEST DURATION - 1,000 HOURS 

DESIGN TEMPERATURE - 2200°F 
0-500 Hours 

Flow Rate 

Sodium Temperature, Heater I n l e t  

Sodium Temperature, Heater O u t l e t  

Sodium Temperature, Maximum 

Current Through Heater Coi l s  

Po ten t i a l  Across Heater Coi ls  

Total Power Input 

Power Input t o  Sodium 

Heat Losses i n  Heater Coi l s  

1400°F 

2285OF 

2380°F 

500-1,000 Hours 

11 lbs/hr  

1350°F 

2200°F 

2260°F 

690 amps 

2.4 v o l t s  

1.7 KW 

0.9 Kw 

0.8 Kw 
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Bimeta l l i c  J o i n t  

Material: Cb-1Zr 
Alkal i  Metal - Sodium 
Flow R a t e  - 11 pounds p e r  hour 
Tube - 0.375-Inch OD x 0.065-Inch Wall 

," 

1985'F 

600'F \ \  

Argon 
Surge Tank (180 PSI) 

/ 
\ I 

Elec t rodes  

l . 7  Kw 
690 Amps 

60 cps 

Ground 

I 

I 

I-& Sodium 

21.5" 

785'F T= 
- 1650'F 

Cb-1Zr Tube 

1520'F 

These areas i n s u l  
with Cb-1Zr F o i l  

6 

4 

Figure 1. Component Evaluation T e s t  Loop I. - (0800, 31 March 1964) 
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i n  increas ing  t h e  i n l e t  sodium temperature from 1350°F to  an e x i t  tempera- 
t u r e  of 2200OF. Heat losses from the  e l ec t rodes  and c o i l s  accounted f o r  
the  remainder of t he  hea t  input .  F u t u r e  forced convection loop tests,  
where s i g n i f i c a n t l y  g r e a t e r  flow r a t e s  w i l l  be requi red ,  w i l l  show a higher  
thermal e f f i c i ency  s ince  the  heat  l o s ses  w i l l  remain near ly  the  same a s  
f o r  Loop I but t he  heat  input  t o  t h e  sodium w i l l  be increased by a f a c t o r  
of 10. 

The e l e c t r i c  r e s i s t ance  hea ter  of the  loop cons i s t s  of t w o  4-inch 
diameter h e l i c a l  coi ls  of 0.375-inch OD x 0.25-inch I D  Cb-1Zr  t u b e  approx- 
imately 36 inches long w i t h  a common cen te r  electrode and two o u t e r  
grounded e lec t rodes .  Current is conducted not only through t h e  0.065- 
inch tube wal l  but a l s o  through the  flowing sodium. The heat  generated 
i n  each path of a p a r a l l e l  c i r c u i t  i s  inverse ly  propor t iona l  t o  the r a t i o  
of t he  e l e c t r i c a l  r e s i s t ance  of each path and i s  a l s o  a func t ion  of t h e  
temperature of both the Cb-1Zr tube wall and the sodium. The heat gener- 
ated i n  t he  lower sec t ion  of the  hea te r  was approximately 20% higher  than 
the  heat  generated i n  the  upper c o i l  d u e  t o  i t s  lower average e l e c t r i c a l  
r e s i s t ance .  The r e s u l t  of the  unbalance of power i n  the  hea te r  s ec t ions  
was t h a t  t he  h ighes t  temperature of t h e  loop during the  l a s t  500 hours 
of the  test (2260'F) was measured a t  t he  ex i t  of the  lower sec t ion .  The 
sodium experienced a 380°F drop i n  temperature i n  passing through t h e  
hea t  s i n g  created by the  cen te r  0.75-inch x 1-inch x 3.75-inch long heater 
e lec t rode .  The reduced power l e v e l  of t he  upper sec t ion  was only capable 
of r e s to r ing  the  temperature t o  2200°F and t o  balance the  r a d i a t i o n  heat  
losses .  The sodium experienced a 215'F temperature drop i n  passing through 
the  top electrode which had only 1/2 the  c ross  sec t iona l  a rea  of t h e  cen te r  
e l ec t rode ,  I ! 

The temperature d i s t r i b u t i o n  i n  the  top  e l ec t rode  i s  shown i n  Figure 
2 and is i n  agreement w i t h  the ca lcu la ted  temperature d i s t r i b u t i o n  f o r  a 
f i n i t e  rec tangular  f i n  w i t h  no i n t e r n a l  hea t  generat ion.  The 61 BTU/hr 
of hea t  generated i n  the  e lec t rode  by 1 2 R  e l e c t r i c a l  l o s ses  amounted t o  
only 8% of t h e  768 BTU/hr of heat  rad ia ted  by t h e  e l ec t rodes  and was 
neglected i n  determining the ca lcu la ted  temperature d i s t r i b u t i o n ,  

On t h e  bas i s  of the  above measurements, t he  e l ec t rodes  for f u t u r e  
tests w i l l  be redesigned t o  reduce heat  losses .  The lower heat  losses and 
the  higher  flow r a t e s  of the  forced convection loops w i l l  permit more ac- 
cu ra t e  thermal balances and provide a secondary c a l i b r a t i o n  on the  flow 
r a t e  t o  be measured by a permanent magnet flowmeter, 

The ob jec t ives  of t he  Component Evaluation T e s t  I to  prove s p e c i f i c  
components t o  be used i n  succeeding tests of t he  Corrosion Loop Develop- 
ment Program were rea l ized  i n  a l l  areas .  The s p e c i f i c  ob jec t ives  and 
the i r  eva lua t ion  a r e  presented i n  Table 11. 

P r i o r  t o  the  loop opera t ion ,  the  e n t i r e  vacuum chamber and loop were 
thoroughly baked out  a t  400°F. The chamber was cooled t o  room temperature 
and a l l  f langes ,  feed-throughs and valves  were helium leak checked using a 
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Figure 2. Temperature Distribution in Top Cb-1Zr Electrode (0.5-Inch x 
0.75-Inch x 3.75-Inch Long) During Loop I Operation. 
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G.E. P a r t i a l  Pressure Gas Analyzer a s  t he  leak de tec to r .  Upon completion 
of t he  leak check, t he  tank bakeout hea te r s  were turned on and the  loop 
temperature increased t o  250°F. 
creased so t h a t  t he  loop pressure  would not exceed 1 x t o r r .  Approxi- 
mately 6 hours were required before f u l l  power could be applied t o  the  
hea te r  and the  loop a t t a i n  thermal equi l ibr ium a t  a hea te r  o u t l e t  maximum 
temperature of 2285OF. 

Power t o  the  loop hea ter  was s lowly  in-  

During t h e  f i r s t  500 hours of opera t ion ,  t he  P a r t i a l  Pressure  Gas 
Analyzer was used to  determine q u a l i t a t i v e l y  the  r e s idua l  gases i n  the  
vacuum chamber. Although the  P a r t i a l  Pressure  Gas Analyzer had not  been 
ca l ib ra t ed  f o r  the  absolute  pressure of t he  r e s idua l  gases ,  i t  had been 
previously es tab l i shed  t h a t  the  e l e c t r i c a l  output of t h e  analyzer  was a 
l i n e a r  func t ion  of the  absolute  pressure ,  and changes i n  the  p a r t i a l  . 

pressure  of t he  r e s idua l  gases could be measured a s  a func t ion  of t i m e .  
Figure 3 shows t h a t  t he  change i n  the  p a r t i a l  p re s su re  of the  p r i n c i p a l  
residual gases, Ha, CO and N2 immediately started to decay, indicating 
t h a t  t he  p r i n c i p a l  cons t i tuent  of t h e  outgassing of t he  heated loop i s  
hydrogen. Similar  observat ions have been reported f o r  o t h e r  r e f r ac to ry  
metal systems heated i n  high vacuums. Upon cool ing the  loop a f t e r  com- 
p l e t i o n  of t h e  t es t ,  the  observed pressure  was 3.4 x t o r r .  

Following removal of the  loop from t h e  test  chamber, the sodium 
w i l l  be drained from the  loop. The var ious sec t ions  of t h e  loop w i l l  
be examined ca re fu l ly  t o  determine i f  any mass t r a n s f e r  depos i t s  a r e  
present .  Metallographic specimens w i l l  be taken from seve ra l  regions 
and the  h o t t e s t  unwrapped por t ion  of t he  loop w i l l  be chemically analyzed 
f o r  t he  i n t e r s t i t i a l  elements. 

2. Component Evaluation T e s t  Loop I1 Design 

The design of Loop 11, t h e  single-phase,  forced convection loop i n  
which sodium w i l l  be c i r cu la t ed  a t  2100°F w a s  completed and approved f o r  
f ab r i ca t ion .  The p r inc ipa l  f ea tu re s  of the  loop and an isometric draw- 
ing  of t he  system were included i n  the  last progress  report1. 

The 24-inch x 54-inch high vacuum test  chamber from Varian Associates  
has successfu l ly  completed i t s  acceptance test  a t  General E l e c t r i c  by 
achieving a pressure of 1 x t o r r  i n  less than 24 hours without t h e  
u s e  of t he  t i t an ium sublimation pumps which a r e  t o  be used  i n  handling 
peak outgassing loads.  The s y s t e m  reached a p re s su re  of 2.4 x torr  
i n  48 hours and 1.5 x 10-l' t o r r  a f t e r  four  days of pumping. 

Potassium Corrosion T e s t  Loop Development, Quar t e r ly  Progress  R po r t  

NASA Contract NAS 3-2547, NASA-CR-54008. 
2, Covering t h e  Period October 15, 1963 through January 15, 196 ! , 

-9 - 



10 

1.0 

0.1 

3.01 

Operation Time - Hours 

Figure 3. Variation of Total and Partial Pressures During First 500 Hours 
of Loop I Operation. 
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3. Loop I1 Fabr ica t ion  

The welding of seven Cb-1Zr  bellows valves  t o  be used on Loop I1 and 
the  Pre-prototype Loop has been completed. The sequence of manufacturing 
opera t ions  was bellows f a b r i c a t i o n  (Standard-Thomson, Inc . ) ,  welding of 
t he  bellows assembly (General E l e c t r i c ) ,  f i n a l  machining and f i t - u p  of 
plugs and valve bodies (Hoke, Inc . ) ,  and t h e  welding of t he  bellows assem- 
b l y  t o  the  valve body (General E l e c t r i c ) .  Tests  of valve performance, 
flow con t ro l ,  shut-off torque,  e t c . ,  a r e  cu r ren t ly  being conducted t o  
supplement those reported by Hoke, Inc.  

The i n t e r s t i t i a l  element contents  of t he  bellows blanks before  and 
during f a b r i c a t i o n  are compiled i n  Table I11 and include both vendor 
da t a  and resul. tsof General E l e c t r i c  t e s t i n g .  

The oxygen concentrat ion,  although h ighe r  than d e s i r e d ,  i s  considered 
representa t ive  of ava i l ab le  thin-walled tube technology. Fur ther  vendor 
l i a i s o n  i s  rndicated t o  improve the  q u a l i t y  of both as-received tube  and 
vacuum heat  t r e a t i n g  f a c i l i t i e s .  

The bellows f a b r i c a t i o n  by Standard-Thomson, Inc. was done i n  two 
forming operatAons. The f irst  forming operat ion produced the  deforma- 
t i o n  i l l u s t r a t e d  i n  Figure 4. After  intermediate  hea t  t rea tment ,  a t  
2300°F f o r  one hour, t h e  second, more severe,  forming was attempted. 
I n i t i a l  t r i a l s  produced many f a i l u r e s  such a s  those shown i n  Figure 5 .  
Reduction of tihe hydraul ic  pressure  and adjustment of other forming 
va r i ab le s  r e s u l t e d  i n  the  production of high q u a l i t y  bellows, a s  i nd i -  
cated by the  bellows cross  sec t ion  i l l u s t r a t e d  i n  Figure 6. The maxi- 
mum thickness  v a r i a t i o n  was approximately t en  per  cent .  For comparison, 
Cb-1Zr bellows fabr ica ted  by another vendor had thickness  v a r i a t i o n s  of 
about 100%, a s  shown i n  Figure 7 .  

A t o t a l  of 94 Cb-1Zr bellows were processed t o  assure  t h a t  a minimum 
of 10 good bellows were obtained f o r  making the  required valves.  Three 
processing paths  were followed and t h e  r e s u l t s  a r e  summarized i n  Table I V .  

Seven completed bellows were del ivered t o  Hoke, Inc.  for  f i t t i n g  
to  t h e  bellows assembly. These assemblies were e l e c t r o n  beam welded a t  
General Electr ic  and returned to  Hoke, Inc. f o r  f i n a l  machining and 
f i t t i n g  of t h e  valve plugs.  The completed bellows assembly and plug a r e  
shown i n  Figure 8 .  The appearance of t he  bellows i s  typ ica l .  

The component p a r t s  of t he  valve a r e  shown i n  Figure 9. Fina l  fab- 
r i c a t i o n  involved only a s e a l  w e l d  between the  bellows assembly and t h e  
valve body. To avoid any poss ib le  d i s t o r t i o n  of t he  valve s e a t ,  the  
e l ec t ron  beam welding process was u t i l i z e d .  The f in i shed  valve without 
t he  s t a i n l e s s  steel components i s  shown i n  Figure 10. 
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TABLE: I11 

1. Ingot Analysis 
(Superior Tube) 

2. Target Analysis* 

3. Tube, As-Shipped** 
(Superior Tube) 

4. Tube, As-Received 
(General E l e c t r i c )  

RESULTS OF CHEMICAL ANALYSES BEFORE AND 

I .  

n ' i  s,.. 

5. Tube Af ter  lSt Vacuum 
Heat Treatment, 1 
Hour-2300°F 

DURING BELLOWS FABRICATION 

Chemical Analysis, ppm 
II 
b - 

110 

200 (rnax) 

2 10 

190, 220 

140, 160 

( S t e l l i t e  Division, UCC) 

6. Tube Af ter  lSt Forming -- 
and Second Heat Treat- 
ment, 1 .Hour-230O0F 
( S t e l l i t e  Division, UCC) 

0 

250 

- H N 

60 3 

- - 

500 (rnax) 300 (rnax) 50 (rnax) 

660 72 9 

868, 880 102, 104 7, 13 

1180, 1230 119, 87 

* Target ana lys i s  based on vendor experience. Material  procured 
on a "best  e f fo r t s "  basis .  

** Tube size: 0.375-inch OD x 0.008-inch wall .  

I --. 
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Figure 4. Cb-1Zr Bellows Following First Stage of Fabrication at 
Standard-Thomson, Inc. 

Starting Tube Blank Dimensions: 
Inch Wall x 7-Inch Long. 
Mag: 7X (C63122038) 

0.375-Inch OD x 0.008- 

-13- 



Figure 5. Cb-1Zr Bellows Following Initial Trials of Second Stage Fabrication 
at Standard-Thomson, Inc. 
Top - Left: Typical Superficial Defect Mag: 8X (C64010801) 

Right: Enlarged View of this Defect Mag: 16X (C64010802) 

Bottom - Complete Failure of Bellows Mag: 8X (C64010803) 
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Figure 6. Cross Section of Cb-1Zr Bellows After Forming at Standard- 
Thomson, Inc. 
Top - As-Polished 
Bottom - Etchant: 600&lycerine-20%HF-2O%HNO3 Mag: lOOX (K249) 

Mag: 1OX (C64022123) 
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Figure 7. Cross Section of Cb-1Zr Bellows After Forming by Another 
Vendor I 
Top - Etchant: 60%Glycerine-20%HF-207dN03 Mag: 1OX (C2031620) 

Bottom - Etchant: 607&lycerine-20%HF-207&N03 Mag: lOOX (Y1058) 
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TABU I V  

FABRICATION RESULTS OF Cb-1Zr BELLOWS 

B e l  lows Hist,org Resul t s  

1. a) Tube blanks annealed 1 hour-2300°F Thi r ty- f ive  of seventy-one 
bellows were tested and found 

b) I n i t i a l  forming operat ion a t  S-T* t o  be helium leak  t i g h t  by 
both S-T and G.E. Twenty of the  

c) Annealed l h0Ur-230O0F t h i r t y - f i v e  bellows w e r e  de-  
termined t o  be f r e e  of mador 

d) F ina l  forming operat ion a t  S-T su r face  de fec t s  as determined 
by microscopic examination a t  
30X. 

2. a )  Tube blanks annealed 1 hour-2300°F 
Two of seven bellows were 

b) I n i t i a l  forming operat ion a t  S-T helium leak t i g h t .  

c)  F ina l  forming operat ion a t  S-T 

3. a)  Tube blanks annealed 1 hour-2300°F 

b) F ina l  forming operat ion a t  S-T 

Three of sixbeell bellows were 
helium' leak  t i g h t  .) 

*Standard-Thomson, Incorporated 
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Figure 8. Bellows (Cb-1Zr) and Plug (Mo-TZM) Assembly of Hoke Valve 
for Loop 11. 
Mag: 3X (C64040908) 
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Figure 9. Component Parts of Hoke Bellows Valve Prior to the Final Welding 
Operation, 
Mag: 1X (C64040 205) 
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Figure 10. Cb-1Zr Hoke Bellows V a l v e  A f t e r  Completion of Welding Operations. 
(C64041328) 
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The f a b r i c a t i o n  of e igh t  Taylor Instrument Company pressure  t r ans -  
d u c e r s  to  be used on Loop I1 and t h e  Pre-prototype Loop has been com- 
p le ted ,  These t ransducers  have been shipped t o  the  vendor f o r  f i l l i n g  
of t h e  pressure  t r ansmi t t i ng  c a p i l l a r y  w i t h  NaK. Two t ransducers ,  one 
of which w i l l  be w e d  on Loop 11, w i l l  be f i l l e d  w i t h  commercial p u r i t y  
NaK,  A considerable  program d e l a y  would have r e su l t ed  if high-puri ty  
NaK had bean spec i f i ed  f o r  the  f irst  two t ransducers ,  Spec ia l  high- 
pu r i ty  helium has been supplied to TayLor by General Electr ic  f ay  tise 
during the  f i l l i n g  opera t ion ,  The remaining six t ransducers  for  the 
Pre-prototype Loop w i l l  be f i l l e d  a t  a l a t e r  d a t e  w i t h  high-puri ty  
NaK . 

A sample of t he  NaK used t o  f i l l  the  t ransducers  w i l l  be taken 
f o r  both sets of tlransduceps a t  the  t i m e  o f f i l l i n g .  The specimen tubes ,  
one of which is shown i n  Figure 11, at11 be processed and f i l l e d  i n  the 
same manner as t h e  pressure  t ransducers .  An apparatus  capable of hand- 
l i n g  l i q u i d  a l k a l i  m e t a l  samples fur the amalgamation method for oxygen 
has been designed, b u i l t  and used t o  analyze NaK. Three analyses  on 
10 lb s  of high-purity e u t e c t i c  NaK from MSA Research Corporation pr0- 
duced values  of 7 . 5 ,  11.1 and 5 .6  ppm 0 .  The same type of high-pnrlty 
NaK w i l l  be used by Taylor  for  f i l l i n g  t h e  second set of t ransduoers .  

The weld  between the  diaphragm and upper f lange  was made by the  
e l ec t ron  beam process.  Tungsten, i n e r t  gas welding was used t o  j o i n  
t h e  process tube t o  t he  lower f lange ,  t h e  bimetall ic j o i n t  assembly 
t o  t h e  upper f lange ,  and the  f i n a l  w e l d  between upper and lower f langes .  
These components am i l l u a t r a t e d  i n  Figure 12. The t r i a l  e l e c t r o n  beam 
weld i s  shown on t h e  l e f t  and the  completed upper f l ange  on the r i g h t  
of Figure 12. The cross sec t ion  of t he  e l e c t r o n  beam diaphragm weld  i s  
shown i n  Figure 13. Radiographic inspec t ion ,  hea t  t rea tment ,  and ma89 
spectrometer leak tests w e r e  completed suacessfu l ly  before shipment t o  
Taylor Instrument Company. 

The e lec tpon  beam welding of the above components was performed I n  
accordance w i t h  Spec i f ica t ion  SPPS-14. Chemical analyses  of t h e  w e l d  
metal before and a f t e r  each sequence of w e l d s  are reported i n  Table V. 
The oxygen, n i t m g e n  and hydrogen eonten ts  ind ica ted  no contamination. 
The carbon content  exceeded s p e c i f i c a t i o n ,  i .e.,  less than 10 ppm in-  
crease, for  the  weId sample prepared before  welding of t h e  Hoke valve 
bellows assembly t o  the  valve body. Because of t h e  small  sample Sin8 
necess i ta ted  by t h e  r e l a t i v e l y  narrow e l e c t r o n  beam w e l d ,  t h e m  values 
a r e  somewhat quest ionable .  Duplicate analyses  of the same sample in -  
d ica ted  v a r i a t i o n s  g rea t e r  than p lus  o r  mieus 10 ppm, which was t h e  
a n a l y t i c a l  var iance an t i c ipa t ed  pep Spec i f i ca t ion  SPPS-14. 

The EM pump d u c t  was machined, d y e  penetrant  inspec ted ,  and the 
ou te r  duct was u l t r a s o n i c a l l y  inspected suocessfu l ly .  The process 
tubes were welded to the end caps p r i o r  t o  t h e  production of the  i n t e r -  
ference f i t  between the  finned duct and o u t e r  d u c t .  The EM pump d u c t  
components are shown in Figure 14. 
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Figure 12. Taylor Cb-1Zr Pressure Transducer Upper Flange Assembly. 
Le f t :  T r i a l  Electron Beam Weld 
Right: Completed Upper Flange with  Diaphragm and B i m e t a l l i c  

J o i n t  Welded i n  P o s i t i o n  
' (C64021713) 
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Figure 13 .  Cross S e c t i o n  of Electron Beam Weld Between Cb-1Zr Diaphragm 
and Cb-1Zr Upper Flange of Taylor Pressure  Transducer. 
Etchant: 6 0 ~ & l y c e r i n e - 2 0 % H F - 2 0 ~ ~ 0 ~  Mag: 250X (K492) 
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TABLE V 

RESULTS OF CHEMICAL ANALYSES O F  ELECTRON BEAM 

WELDMENTS PER SPECIFICATION SPPS-14 

Chemical Analys is ,  pplp 
C - H - N - 

Base Metal Analysis by Vendor 

Base Metal Analysis by General. E lec t r ic  

Hoke Valve Bellows Assembly Welds 

Sample Weld(a) Before (b) 

Sample Weld Af t e r  

Hoke Valve Bellows Assembly t o  Body Weld 

Sample Weld Before 

Sample Weld Af te r  

0 

130 

142 

- 

94 

104 

96 

110 

85 1 50 

22 2 30, 40 

53 4 1  100, 70 

55 4 1  40, 60 

56 3 40, 70 

57 3 0, 20 

Taylor Pressure  Transducer Diaphragm t o  
Upper Flange Weld 

Sample Weld Before 107 43 2 10, 20 

Sample Weld A : f t e r  N a t  Determined 

(a) A l l  w e l d  metal analyses a r e  on w e l d s  made on t h e  base ma te r i a l  l i s t e d  
above, before and a f t e r  welding of components l i s t e d .  

(b) A l l  w e l d s  made a t  a pressure  of (5 x t o r r .  
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Additional progress on Loop I1 fabrication included receipt of the 
support structure, completion of welding of the surge tank, and comple- 
tion of process tube forming operations. 

4 .  Sodium for Loop I1 

Loop I1 will be filled with reactor grade sodium, purchased in 
accordance with specification SPPS-45-1, which has been outgassed and 
hot trapped according to specification SPPS-45-11. Filling of the loop 
will be accomplished by a measured volume technique. The all stainless 
steel equipment required for transfer and sampling is shown schematically 
in Figure 15. 

The system has been designed with the following operation require- 
ments in mind: 

A. Bakeout the system at 300°F and obtain a system pressure 
of less than 1 x torr prior to filling with sodium. 

B. Flush all components which will be contacted by sodium 
with P "cleaning" charge of sodium. 

C.  Sample the sodium by means of a replaceable in-line sam- 
pler: 

i) while flushing the stainless steel fill system, 

ii) after circulating the sodium through the loop for 
1 hour at 500°F, 

and 

after completiqn of 2,500 hours of loop operation. iii) 

D. Dump the sodium from the loop into a disposal tank when 
required. 

As may be seen by studying the schematic,the operation flexi- 
bility required has necessitated designing a rather complex plumbing 
sy s tem. 

The 15-pound sodium hot trap which will be used is shown in Figure 
16. This is an exploded view of the system components prior to making 
the final top closure weld. Sufficient zirconium sheet was used to obtain 
an alkali metal weight to getter surface area ratio of 3 grams/in2. 
for the loop will be hot trapped at a temperature between 1350° and 1400°F 
for at least 100 hours. 

Sodium 
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Figure 16. Sodium Hot Trap Tank and Charge Tank for Loop 11. 
(C64041327) 
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5. Pre-prototype Loop Design 

:< i; 

,, , ~ 

'4 '. 

I 

The detail design of the Pre-prototype Corrosion Test Loop has con- 
tinued during the past quarter, Figure 17 is an isometric drawing of 
the Pre-prototype Loop and shows the relative position and orientation 
of the principal loop components which are briefly described below. 

Primary Circuit 

1. Electromagnetic pump rated at 5 gpm of sodium at 100 psi 
developed head and a temperature of 190O0F. 

2. A 10 KW electrical resistance heater capable of exit sodium 
temperature of 2200OF. 

Secondary Circuit 

1. Electromagnetic pump rated at 40 pounds per hour of potas- 
sium at a developed head of 200 psi and a maximum potassium 
temperature of 1200'F. 

2. 3/8-inch, Cb-1Zr bellows-seal metering valve to regulate 
the flow of liquid potassium. 

3. 5 KW electrical resihance preheater capable of preheating 
the liquid potassium from 800°F to the boiler saturation 
temperature,. 

1 
4. Tube-in-tube, counterflow boiler capable of converting 40 

pounds per hour of liquid potassium to 100% quality vapor 
at 1900°F plus 100°F superheat. 

5. Turbine simulator divided into two sections--the first 
section has one nozzle and blade pair and operates in 
the superheat region; the second section contains nine 
nozzle and blade pairs and operates in the 88% quality 
region, The vapor velocity at the throat of all nozzles 
is 1,000 feet per Becond. 

6. Radiation-type tube condenser capable of rejecting approx- 
imately 10 KW of heat at 13S0°F and subcooling, the liquid to 
800°F. 

The entire loop le contained in a 48-inch diameter vacuum chamber 
capable of operating in the 10-9 torr region. 
loads, 4 titanium sublimation pumps will assist in maintatsling a pres- 
sure of less than 1 x 10'8 torr. 
removable center spool section to facilitate the fabrication and instal- 
lation of the loop. 

During peek outgassing 

The entire loop is supported by a 

', , 
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Vacuum 
Tank - 

Tube-in-tube Boiler - 

Preheater - 
F lowme t e - 

Pressure Transducer A 
(St ressed Diaphragm) h 

Pressure Transducer (4) 
ack Diaphragm) 

f l - -  - 

Turbine Simulator - 

Condenser-Subcooler - 

Adjustable Radiation - 
Shield 

Primary E.M. Pump 
(Not Shown) 

Isolation Valve / 

Secondary Gas 
Pressurization Line 

Secondary E.M. Pump 

Primary Gas 
pressurization Line 

Primary Fill and 
Drain Line 

Figure 17. Isometric of the Pre-prototype Corrosion Test Loop. 
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6. A i r  Flow Pressure Drop Tests on Bo i l e r  I n s e r t s  

A series of a i r  flow tests were completed t o  determine the flow 
c h a r a c t e r i s t i c s  of a flow swir l ing  device or i n s e r t  proposed f o r  t h e  
Pre-prototype Loop b o i l e r  t o  promote heat  t r a n s f e r  i n  t he  low q u a l i t y  
(0-15%) entrance region. The flow swirler o r  i n s e r t  c o n s i s t s  of a 
0.060-inch diameter wire h e l i c a l l y  wound around a 0.125-inch diameter 
cen te r  rod which i s  1 2  inches long. The flow tests were made pr imar i ly  
t o  determine the  effect of p i t c h  on the  pressure drop. The p i t c h  is 
defined a s  the  l i n e a r  a x i a l  t r a v e l  of t he  i n s e r t  per revolut ion.  

The l/2-inch, 1-inch and 2-inch p i t c h  i n s e r t s  tested are shown 
i n  Figure 18; tests were a l s o  made f o r  t h e  tube without an i n s e r t  fo r  
comparison w i t h  published f r i c t i o n  f a c t o r  da ta .  A summary of t h e  test  
condi t ions  f o r  t h e  Pre-prototype b o i l e r  and the  pressure drop test is 
given i n  Table V I .  Typical tests da ta  f o r  t h e  ai* f l o w  tests are pre- 
sented i n  Table V I I .  The test  r e s u l t s  a r e  summarized i n  Table V I 1 1  
f o r  a tube Reynolds number of 40,000. 
inch p i t c h  was considered excessive and the  1-inch p i t c h  i n s e r t  was se- 
lected f o r  t he  Pre-prototype bo i l e r .  

The pressure  drop f o r  t he  1/2- 

7. Pre-prototype Loop Fabr ica t ion  

S ix  Taylor Instrument Company pressure t ransducers  discussed under 
Loop I1 f a b r i c a t i o n  have been f ab r i ca t ed  and returned to  the  vendor f o r  
f i l l i n g  w i t h  high-purity NaK. The Cb-1Zr bellows valves  required for  
the  Pre-prototype Loop have been completed. 

The machining of the  primary and kecondary EM pump ducts  is pro- 
ceeding. 

The b o i l e r  prototype which i s  being formed from half-hard copper 
has been delayed by the  forming vendor. Completion is scheduled f o r  
e a r l y  i n  t h e  next r epor t  period. 

8. Pre-prototype Loop T e s t  Chamber 

The 48-inch diameter by 128-inch high vacuum environmental test  
chamber f o r  t h e  Pre-prototype Loop was received and i n s t a l l e d  during 
the  past quar te r .  The chamber and i t s  aux i l i a ry  components are shown 
i n  Figure 19. The vacuum system had previously passed a prel iminary 
acceptance test  a t  t he  vendor 's  p l an t  by achieving a pressure of 7.7 
x to r r  a f t e r  a 24-hour bakeout and a 2.5 hours of a d d i t i o n a l  pump- 
ing  w i t h  t he  system cold. A pressure of 7.5 x t o r r  was reached 
i n  2.5 hours a f t e r  t h e  t i tanium sublimation pumps were turned on. 

Numerous at tempts  t o  repea t  the  above performance a t  General E l e c t r i c  
by the  vendor's f i e l d  engineers have f a i l e d  due  t o  a sudden r ise i n  pres-  
sure  during the  bakeout cycle. During these excursions,  t h e  pressure  
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Gas 

Temperature 

Pressure at  Exit 

Vi8COSity 

Density 

Tube ID 

Maximum Flow Rate 

Reynolds Numher - 

TABU VI 

SUMMARY OF PRE-PROTOTYPE DESIGN CONDITIONS AND 

PRESSURE DROP TEST OF A BOIIER INSERT 

Pre-prototype  loo^ Pressure Drop T e s t  

Potassium Vapor A i r  

ZDOOOF R.T. 

110 poia 14.7  pair 

0.053S lb/hr f t  0 . 0 4 s  lb/hr f t  

0 .2  l b / f t 3  0.076 l b / f t 3  

0.25 inch 0.25 inch 

40 lb/hr 

46,700 1 
33.5  lb/hr 

46,700 
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TABLE V I 1  

TESTS RESULTS OF 1/2", 1" AND 2'' PITCH INSERT I N  A 0.25" I D  TUBE 

Run Flow Rate I n l e t  No I n s e r t  2" P i t c h  1" P i t ch  1/2" P i tch  
-- No. lb/Sec Temp., OF P s i  p s i  p s i  p s i  

1 0.00104 69 0.034 0.265 0.436 1.33 

2 0.00269 69 0.114 0.810 1.34 3.83 

3 0.00311 69 0.226 1.60 2.55 7.15 

4 0.00414 69 0,372 2.47 4.17 16.69 

5 0.00706 69 0,916 6.22 9 .-3-7 23.3 

TABLE V I 1 1  

FRICTIONAL PRESSURE DROP CHARACTERISTICS OF THE PRE-PROTOTYPE 

BOILER INSERT I N  A I R  AT R e  = 40,000 

F r i c t ion  
Factor F r i c t i o n  Factor Mul t ip l ie r  

0.0067 1 

0,048 7 

0.075 11 

0.255 38 

Bare Tube - No I n s e r t  

2-Inch P i t ch  I n s e r t  

l-Inch P i t ch  I n s e r t  

1/2-Inch P i t ch  I n s e r t  
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Figure 19. High Vacuum System (10-l' Torr Range) for Pre-prototype 
Loop. The Chamber is 48 Inches in Diameter and 128 
Inches High and Incorporates a 2400 R/sec Getter-Ion 
Pump, 20,000 R/sec (H2) Titanium Sublimation Pump and 
Liquid Nitrogen Sorption Pumps. 
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would rise from the  t o r r  range t o  15 microns i n  less than 10 minutes. 
Extensive leak checks using both helium and halogen de tec t ion  equipment 
f a i l e d  t o  loca t e  a leak,and i t  was assumed t h a t  t h e  poor performance was 
t h e  r e s u l t  of outgassing of some fore tgn  ma te r i a l  i n  the  pump cell .  The 
pump cel l  was removed from the  system and a d e t a i l e d  v i s u a l  inspec t ion  
f a i l e d  t o  d i sc lose  any fore ign  ma te r i a l  i n  the  pump cell .  The i s o l a t e d  
pump cel l  was again leak checked but a l eak  could not  be located even 
though t h e  i so la ted  pump ce l l  had a high leak-up rate. The e n t i r e  pump 
u n i t  w a s  shipped back t o  the  vendor f o r  f u r t h e r  tests and r epa i r s .  

9. Refluxing Potassium Compatibil i ty Tests 

Two r e f l u x  capsule tes ts  a r e  t o  be conducted t o  eva lua te  poss ib le  
mass t r a n s f e r  r eac t ions  t h a t  may occur i n  potassium between the  turb ine  
material, Mo-TZM a l l o y  and the  containment ma te r i a l ,  Cb-1Zr a l l o y ,  a t  
2000OF. 

The capsules have been made from 1-inch OD x 0.080-inch th i ck  wa l l  
Cb-1Zr a l loy  seamless tubing and a r e  approximately 10 inches long, 
Figure 20. The I D  of t he  capsules wag gun d r i l l e d  and<-honed to a 32 rms 
f i n i s h .  Five,  1-inch long Mo-TZM a l l o y  i n s e r t s  having a 0.080-inch t h i c k  
wal l  a r e  located i n  the  condensing zone of t he  capsules.  The i n s e r t s  were 
accura te ly  machined t o  f i t  the  I D  of t he  capsule  and a l s o  have a 32 r m s  
f i n i s h .  Thermocouple wells a r e  located i n  the  top  and bottom of the  cap- 
su l e s  such t h a t  temperature measurements can be made i n  the  cen te r  of both 
the  bo i l ing  zone and the  condensing zone, 

P r i o r  t o  t e s t i n g ,  t h e  Mo-TZM a l l o y  i n s e r t s  w i l l  be accura te ly  weighed 
and measured; the  I D  of the  capsules w i l l  be accura te ly  measured; micro- 
s t r u c t u r e ,  microhardness, s t r eng th  p rope r t i e s  and chemical analyses  f o r  
0, H, N and C w i l l  be determined and documented f o r  both the  Mo-TZM a l l o y  
and t h e  Cb-1Zr a l loy .  The capsules w i l l  be f i l l e d  with highhpuri ty  potas- 
sium under vacuum t o  a height  of 3.75 inches.  Subsequently, t h e  tops of 
t h e  capsules w i l l  be sealed immediately i n  the  vacuum by e l e c t r o n  beam 
welding techniques. The potassium used w i l l  be pu r i f i ed  by al 'aggrng, 
f i l t e r i n g ,  vacuum d i s t i l l a t i o n  and hot t rapping  i n  a t i t an ium l ined ,  e i r -  
conium ge t te red  hot t r ap .  Samples of t he  potassium w i l l  be analyzed f o r  
oxygen by t h e  mercury amalgamation method and f o r  me ta l l i c s  by spectro-  
graphic  techniques before and a f t e r  p u r i f i c a t i o n  and a f t e r  t he  f i l l i n g  
of the  capsules.  The l a t t e r  samples w i l l  be obtained during the  f i l l i n g  
operat ion.  Af t e r  f i l l i n g ,  the  capsules w i l l  r ece ive  a c a r e f u l  v i s u a l  
and radiographic  examination t o  assure  t h e i r  i n t e g r i t y .  

The capsules  w i l l  be tested i n  a high vacuum of t o r r  o r  b e t t e r  
f o r  1,000 hours a t  a l i qu id  temperature of 2000OF. 
shown i n  the  drawing i n  Figure 21. A s p l i t  tantalum s t r i p  hea te r  w i l l  
be used t o  hea t  the  l i qu id  region of t h e  capsule.  

The test se tup  i s  
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Cb-1Zr Alloy Capsule / 
(1.0" OD x 0.075" Wall) 

t 

T Z M  Inserts (0.847" 
OD x 0.080" Wall) 

Thermocouple Well 

00" 

TIG Weld 1 
1 .oo" Dia. 

Cb-1Zr Alloy Pin 

Figure 20. Cb-1Zr Refluxing Potassium Corrosion Capsule 
Containing TZM Alloy Inserts in Condensing 
Region. 
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W-Re Thermocouple 

Op t i ca  

Thermi s t o r  

S t a i n l e s s  S t e e l  1 S i g h t  P o r t  
Heat S ink  

TZM Al loy  I n s e r t s  

Cb-1Zr Al loy  Capsule  

W-Re Thermocouple 

K Liquid-Vapor 
I n t e r f a c e  S p l i t  Tantalum S t r i p  Heater - Tantalum R a d i a t i o n  S h i e l d s  

Tantalum Base Suppo 

Cb-1Zr A l l o y  Spacer  Wire 

J 
W-Re Thermocouple 

F i g u r e  21. T e s t  Arrangement fo r  Reflux 
Capsule  T e s t i n g  i n  High Vacuum. 

-39- 



I 

, 

The condensing rate will be determined by two means. The heat ie- 
jected to the Dowtherm 
sured, and the condensing rate determined by dividing this value by the 
heat of condensation for potassium at the condensing temperature. Tem- 
perature of the water entering and leaving the Dowtherm jacket will be 
measured with thermistors inserted in the inlet and exit water lines. 
The temperature of the potassium will be measured by W+3%Re vs W+26%Re 
thermocouples located in the thermocouple wells. The rate will also 
be determined by means of a radiation calculation. The radiating sur- 
face temperature will be measured by using an optical brightness pyro- 
meter and E W+3%Ele vs W+26%Re thermocouple, All materials are on hand 
for the construction of the test facility. 

11 A" filled, water cooled heat sink will be mea- 

10. Material Procurement 

All of the Cb-1Zr alloy mill products ordered in the fall of 1963 
for the construction of Loops I and I1 and the Pre-prototype Loop have 
been received and logged into the inventory. A list of these materials 
is given in Table IX. Inventory, quality assurance, and disposition in- 
formation on all materials has been carefully documented. Inspection 
of the later shipments is continuing and, generally, most of the products 
have satisfied the material specification requirements of the program, 
In addition to the material listed in Table IX, orders have been placed 
for small quantities of Cb-1Zr alloy 0.062 and 0.094-inch diameter weld- 
ing wire and for 0.040-inch thick sheet for weld test coupons. The latter 
specimens are required to fulfill the quality assurance provisions in all 
Cb-1Zr alloy welding pperations. Also, small quantities of Mo-TZM alloy ~ 

(0.125-inch diameter, 0.750-inch diameker and 1.250-inch diameter bar) 
and T-111 tantalum alloy (1.0-inch and 0.187-inch diameter bar and 0.015 
and 0.020-inch thick sheet) were procured, The Mo-TZM material was pro- 
duced to specification SPPS-15 (modified) by American Metal Climax Com- 
pany for application in valves; the T-111 bar and foil was produced by 
National Research Corporation to preliminary speciflcatione evolved from 
a combination of available information on the alloy and material appli- 
cation requirements and is to be used in the fabrication of high response 
pressure transducers for Loop 11. 

. -1 

11. Grain Growth Studies on Cb-1Zr 

A. Cb-1Zr Alloy Tube 

Limited investigations were conducted to determine the effect of 
varying amounts of deformation and subsequent heat treatments on the grain 
coarsening of the 0.375-inch OD x 0.065-inch thick wall Cb-1Zr alloy tubing 
used in the fabrication of the Loops I and 11. 

The tubing utilized in the fabrication of Loop I was produced from 
a Cb-1Zr alloy tube hollow, 2-inch OD x 0.250-inch thick wall x 48-inch 
long, procured from the Dflont Metals Center. The hollow was produced 
from heat number 11-229-01 having the following analysis: 
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T A B U  I X  

SUMMARY OF Cb-1Zr ALLOY MILL PRODUCTS PURCHASED 

Vendor Mill Product, Size &Weight 

Kawecki Chemical Company 

Stellite Division, UCC 

Stauffer Metals Division 

Wah Chang Corporation 

Superior Tube 

Foil: 
0.002" x 0.5" x 10,800' (40 lbs) 
0.002'' x 3.5" x 125' (3.2 lbs) 
0.005" x 3.0'' x 8' (0.44 lbs) 

Bar: 
0.125" dia. (0.2 lbs) 
0.375" dia. (1.6 lbs) 
0.500" dia. (25 lbs) 
1.00" dia. (29 lbs) 
1.25" dia. (16 lbs) 
1.50" dia. (26 lbs) 
2.00" dia. (58 lbs) 
0.5" x 1.0" (21 lbs) 
1.0" x 1.0" (10 lbs) 

Bar: 
2.50" dia. (69 lbs) 
3.00" dia. (75 lbs) 
3.75" dia. (67 lbs) 
3.50" dia. (81 lbs) 

Sheet : 
0.017" x 12" (5 lbs) 
0,030" x 12" (8 lbs) 
0.125" x 10" (62 lbs) 
0.125" x 30" (84 lbs) 

Plate : 
0.250'' x 12" (44 lbs) 
0.500" x 6" (104 lbs) 

Tube : 
0.1875" OD x 0.025" wall (0.9 lbs) 
0.250" OD x 0.062'' wall (0.8 lbs) 
0.375" OD x 0.065'' wall (48 lbs) 
1.0" OD x 0.100" wall (35 lbs) 
2.75" OD x 0.125" wall (15.3 lbs) 
3.25" OD x 0.125" wall (13.7 lbs) 

Tube : 
0.375" OD x 0.008" wall x '7" long 
(200 pcs.) 

-41- 



5 I" 
.- 

i t ;  

- ,  

Element, % 

N H - 0 - - .C - Zr - 
1.0 0.0046 0.0015 0.0123 0.0006 

The tube hollows were tube-reduced at room temperature to 0.875- 
inch OD x 0.095-inch thick wall, representing a reduction of 83%. 
sequently, the rocked tube, approximately 20 feet long, was pickled in 
a rolutisn of ~S%H20-20~0og-20%~, wrapped in tant lum foil. ernd heat 
treated for 1 hour at 2aO0°F in a vacuum of 1 x lo-' torr. After 
annealing, the tubing was reduced 78% by drawing at room temperature 
to the dealred 0,375-inch OD x 0.005-inch thick wall x approximately 
75 feet (8 feet maximum lengths). T h i s  material was given the aame 
pickling and annealing treatments described above, Chemical analyaee 
of a sample of the pickled and annealed tubing indicate the follawing 
levels of interetltial elemente: 

Sub- 

Element. R 

0 . 0020 0 . 0009 0.0136 0 . 0004 
Microexamination of samples of the annealed tubing revealed a fine grain 
structure represented by an ASTM grain size of 6-8. 

Twelve-inch lengths of the tubin were formed manually over 2.6- 
inch diameter-+& 3.5-inch diameter df I 9  8 ,  These configurations approxi- 
mate the degree of deformation the tubing would experience in the fab- 
rication of LOSP I. The maximum strain for both bends is shown in 
Figure 22. Two transverse sections were carefully cut from the center 
of the bend csf the formed tubing so as to obtain as uniform an amount 
of strain from sample to sample within a single bend as possible. After 
a pickling treatment, one sample of each bend diameter was wrapped in 
tantalum foil, placed in a tantalum container and exposed for 165 hours 
at 2200°F in a vacuum of 1 x 
exposed to 2000°F for the same length of time and similar environmental 
conditions. 

torr. A second set of specimens was 

Subsequent metallographic examination of the heat treated samples 
revealed significant preferential grain growth over a considerable area 
on both the tension and compression side of the bends. Figure 23 shows 
a macrograph and a lOOX micrograph of the sample formed over the 3,5-inch 
diameter die and heat treated for 165 hours at 2200'F. There was little 
difference fn the magnitude of the preferential grain growth between the 
two bend diametem at a given temperature. However, the total volume of 
grain growth was less in those samples exposed at the lower temperature, 
The fine-grained structure,shown in Figure 23 is representative of the 
structure of the recrystallized tubing. 
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Figure 23. Macrograph and Micrograph of a Cross Sec t ion  of 0.375-Inch 
The Diameter x 0.065-Inch Thick Wall Cb-1Zr Al loy  Tubing. 

Recrys ta l l i zed  Tubing was Bent Around a 3.5-Inch Diameter 
D i e  and Subsequently Annealed for 165 Hours a t  2200’F. 

(Top - C64021002, Bottom - K352) 

I Etchant : 609&ilycerine-2O%HF-20%”03 Mag: 8X Top 
I l O O X  B o t t o m  
I 
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I n  order t o  determine whether t h i s  condi t ion e x i s t s  a f t e r  a sho r t  
time a t  e levated temperatures,  one sec t ion  of each bend diameter was 
vacuum hea t  t r ea t ed  f o r  1 hour a t  2200°F and examined f o r  evidence of 
g ra in  growth. I n i t i a t i o n  of growth was found only on the  t ens ion  s i d e  
of t he  sample formed over t h e  2.6-inch diameter d i e ,  a s  i l l u s t r a t e d  i n  
Figure 24. 

Because o:f the  d isconcer t ing  r e s u l t s  of t h i s  l i m i t e d  i nves t iga t ion ,  
i t  was d e c i d e d  t o  perform s imi l a r  experiments with the  major l o t  of 0.375- 
inch OD tubing produced by the  Wah Chang Corporation t o  s p e c i f i c a t i o n  
SPPS-2B f o r  Loop I1 and the  Pre-prototype Loop. 

The rout ine  check ana lys i s  of the  as-received tubing from Wah Chang 
indica ted  t h e  :following l e v e l s  of i n t e r s t i t i a l  elements: 

Heat No. 98-70546 

Element, 76 

0.0055 0.0059 0.0142 0.0006 

Fortunately,  s eve ra l  lengths  of tubing were i n  t h e  as-drawn con- 
d i t i o n  which afforded the  opportuni ty  of i nves t iga t ing  t h e  e f f e c t s  of 
s eve ra l  p r i o r  heat  t reatments  a s  w e l l  a s  post-forming anneals on the  
gra in  growth behavior of t he  mater ia l .  Two bend diameters ,  2.6 and 10 
inches,  were chosen f o r  t h i s  study. 

Two six-inch lengths  and two twelve-inch lengths  were cu t  from one 
of t he  as-received tubes.  These blanks were p ick led ,  a s  previously 
descr ibed,  and one sec t ion  of each length was wrapped i n  tantalum f o i l  
and hea t  t r ea t ed  f o r  1 hour a t  1800°F i n  a vacuum of 1 x t o r r .  The 
remaining blanks were vacuum annealed f o r  1 hour a t  2200'F. Af t e r  the  
lengths  of tubing were heat  t r e a t e d ,  the  sho r t e r  blanks were formed over 
t h e  2.6-inch diameter d i e  and the  twelve-inch p ieces  over t he  10-inch 
diameter d i e .  Subsequently, t ransverse  samples were sectioned from the  
cen te r  of t h e  bend, pickled and wrapped i n  tantalum f o i l .  One set of 
samples, cons i s t ing  of a specimen from each bend and p r i o r  hea t  treat-  
ment, was exposed f o r  1 hour a t  2200°F and another set f o r  100 hours a t  
2200°F, both i n  vacuums of 1 x t o r r .  

Microexamination of sur faces  of specimens sect ioned from the  samples 
annealed f o r  1 hour a t  2200°F revealed no s i g n i f i c a n t  change of t h e  g ra in  
s i z e  a s  a r e su l t  of t he  deformation and annealing. Although the  samples 
t h a t  were exposed f o r  100 hours showed no evidence of t h e  gross  amount 
of p r e f e r e n t i a l  g ra in  growth t h a t  was found i n  t h e  e a r l i e r  l o t  of tubing,  
a small  amount of g ra in  growth was observed on those samples given the  
1 hour a t  1800°F vacuum stress-relief and then formed over e i t h e r  t he  
2.6-inch or 10-inch diameter d i e  (Figure 25). In  t h i s  case ,  the  g ra in  
growth observed was l i m i t e d  t o  a uniform 2 t o  5 m i l  l aye r  t h a t  extends 
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Figure 24 .  Micrograph of a Cross S e c t i o n  of 0.375-Inch Diameter x 
0,065-Inch Thick Wall Cb-1Zr A l l o y  Tubing. The R e -  
c r y s t a l l i z e d  Tubing was Bent Around a 2.6-Inch Diameter 
D i e  and Subsequently Annealed for 1 Hour a t  2200'F. 

E tchant : 60%Glycerine-20%HF-207~03 Mag: lOOX (K1210) 
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F i g u r e  25. Micrograph of a Cross S e c t i o n  o f  a 0 .375-Inch  Diameter x 
0.065-Inch Thick  Wall Cb-1Zr A l l o y  Tubing ,  The As-Drawn 
Tubing  was Heat T r e a t e d  f o r  1 Hour a t  1800°F i n  a Vacuum 
o f  1 x T o r r ,  Formed Over a 2 .67Inch  Diameter D i e  and 
Subsequen t ly  Annealed f o r  100 Hours a t  2200°F i n  a Vacuum 
of 1 x T o r r .  Note Gra in  Growth Near t h e  I D  ( L e f t )  
and OD ( R i g h t )  of t h e  t u b e  wa l l .  

E t c h a n t  : 6 0 ~ G l y c e r i n e - 2 0 % H F - 2 0 ~ ~ 0 3  Mag: l O O X  (K2226) 
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completely around the  ou te r  and inner  periphery of t he  c ros s  sec t ion  of 
t he  tube.  This e f f e c t  was not observed i n  any of t he  specimens t h a t  were 
given a p r i o r  2200 F anneal.  From t h i s  l i m i t e d  i nves t iga t ion  a dec is ion  
was made t o  vacuum heat  t r e a t  a l l  of t he  as-drawn tubing for 1 hour a t  
2200°F pr ior  t o  f a b r i c a t i o n  i n t o  components f o r  m o p  I1 and t h e  Pre-pro- 
to type  Loop. 

0 

In  reviewing the  h i s t o r i e s  of t h e  two lo t s  of tubing,  two major 
d i f f e rences  become apparent: 

1. The e a r l i e r  :Lot of tubing received considerably more cold work 
(78%) between t h e  l a s t  in-process anneal and the  f i n a l  anneal 
than the  l a t te r  l o t  (20-40%1. 

2. A lower l e v e l  of t o t a l  i n t e r s t i t i a l  elements was found i n  t h e  
tub ing  e x h i b i t i n g  the  p r e f e r e n t i a l  g ra in  growthr 

Element, ppm 
H To ta l  - 0 - N - C - 

DuPont Heat No. 11-229-01 20 9 136 4 169 
( F i r s t  Lot) 

Wah Chang Heat N o .  98-70546 55 59 142 6 262 
(Second Lot) 

Since the  ma te r i a l  from t h e  f i r s t  l o t  f tubing was Completely recrys- 

behavior i s  the  d i f f e rence  i n  the  i n t e r s t i t i a l  element concent ra t ions ,  
e spec ia l ly  carbon and ni t rogen.  U s e  of t h e  f i r s t  l o t  of tubing i n  the  
f a b r i c a t i o n  of Loop I1 w i l l  be r e s t r i c t e d  t o  non-c r i t i ca l  components 
opera t ing  a t  low temperatures,and none of t h i s  ma te r i a l  w i l l  be used i n  
the  cons t ruc t ion  of the  Pre-prototype Loop. 

> 4" - -  t a l l i z e d  b e f o r a b e i n g  formed, t he  most--prpobable 0 reason for t h e  d i f f e r e n t  

Addit ional  s t u d i e s  have been i n i t i a t e d  t o  e s t a b l i s h  t h e  magnitude 
of s t r a i n  necessary t o  induce g ra in  coarsening or abnormal growth i n  the  
Cb-1Zr a l loy .  Samples of Cb-1Zr  a l l o y  bar ,  1-inch t h i c k  x 0.5-inch w i d e  
x 4-inch long, were machined i n t o  wedge-shaped specimens t ape r ing  from 
0.750-inch t o  0.062-inch th i ck .  These wedges were press  forged a t  room 
temperature t o  approximately 0.180-inch t h i c k  r e s u l t i n g  i n  a deformation 
gradien t  i n  the  ma te r i a l  of 0 t o  76%. The forged specimens w i l l  be sec- 
t ioned lengthwise,  heat  t r ea t ed  a t  var ious time/temperature combinations 
and metal lographical ly  examined t o  loca t e  any area  of c r i t i c a l  s t r a i n  
t h a t  r e s u l t s  i n  abnormal gra in  growth. To-date the  f i r s t  100-hour ex- 
posure has been completed and metallographic prepara t ion  i s  underway. 
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B. Cb-l%r Valve Bellows and Pressure Transducer Diaphragms 

A brief investigation was undertaken to evaluate the possiblity of 
grain coarsening in the 0.005-inch thick transducer diaphragms and in 
0.008-inch thick bellows for the valves since these parts are subjected 
to varying amounts of strain and short time/high temperature thermal 
exposure during the various phases of fabrication. A sample diaphragm 
had been eledron beam welded into a transducer housing to establish 
proper welding parameters. This component was then post-weld heat 
treated for 1 hour at 2200°F in a vacuum of 1 x torr and sectioned 
for metallographic evaluation. Examination of a section containing a 
typical diaphragm convolution indicated a fine grain structure with no 
indications of coarsening. Figure 26 shows the typical microstructure 
of the formed and heat treated diaphragm, compared to the as-formed 
diaphragm. 

A completely formed bellows was sectioned lengthwise and one half 
was given a 2-hour treatment at '2200°F in a vacuum of 1 x torr. 
The as-formed and the heat-treated structures of the outer convolution 
region of the bellows are shown in Figure 27. No significant change 
in grain size occurred as a result of the heat treatment. 

Microhardness measurements were made on longitudinal and trans- 
verse sections of the bellows after each stage of fabrication and heat 
treatment. The Knoop hardness (100-gram load) varied from 100 to 145 
following the final forming operation and from 80 to 110 following heat 
treatment for 2 hours at 2200OF. 

The obvious difference in the microstructure between the trans- 
ducer diaphragm and the bellows after post-forming heat treatments is 
believed to be the result of considerably higher interstitial element 
concentrations in the bellows material which effectively raises the 
recrystallization temperature. The as-received analysis of these mate- 
rials is given in Table X. 

12. Helium Analysis System 

The helium analysis system described in the last quarterly report 2 
has been moved to a position adjacent $0 the welding chamber and sample 
lines have been installed. The mercury diffusion pump is now being 
cooled by a recirculating, refrigerated bath so that, except for elec- 
trical power, the system is independent ot€l&ktP&ties. 

Residual gas total pressure in the system has been reduced to about 
3 x torr, as indicated on the ion gauge. About 90% of this re- 
sidual gas is hydrogen. This reduction was accomplished by additional 

' Potassium Corrosion Test Loop Development, Quarterly Progress 
Report 2, Covering the Period October 15, 196fj through January 
15, 1964, NASA Contract NAS 3-2547, NASA-CR-54008. 
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1 

Figure 26. Microstructure of Formed 0.005-Inch Thick Cb-1Zr Al loy  
Diaphragm for Taylor Pressure Transducer. 
Formed: (Bottom) After a 1-Hour.Annea1 a t  2200°F in a 
Vacuum of 1 x lom5 Torr. 

(Top) ' A s -  

(Top - K2223, Bottom - K1954) 

Etchant : 6 0 % G l y c e r i n e - 2 0 ~ F - 2 0 ~ 0 3  Mag: 250X 



I 

k 

i 

Figure 27. Microstructure of F u l l y  Formed Cb-1Zr A l l o y  B e l l o w s .  
As-Formed: Botto After a 2-Hour Anneal a t  2200°F i n  a 
Vacuum of 1 x 10 Torr. -8 

(Top - K222, Bottom - K1080) 

Etchant : 60%Glycerine-20?”oHF-207d€NO3 Mag: 250X 
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bakeout of the system, location and repair of a small leak in the foreline, 
and by continued pumping on the system. 

The partial pressure analyzer was calibrated for H2, He, N2 and A by 
comparison with the ion gauge. The sensitivity of the analyzer was found 
to vary markedly with mass. The senitivity to other gases is obtained from 
the four calibration points. 

The system and vacuum achieved is now sufficient to detect impurities 
in helium at levels below 1 ppm with the exception of hydrogen. The de- 
tection limit fo r  H2 is estimated to be about 10 ppm at the present time. 
Analyses of helium from the welding chamber are now being obtained on a 
routine basis. The accuracy of the results, however, has not been deter- 
mined. Present: plans are to obtain a helium sample of certified impurity 
content with which to compare the results obtained with the partial pres- 
sure analyzer. 

A. Calibration of the Partial Pressure Analyzer 

A tentative calibration of the partial pressure analyzer has been 
obtained by injecting pure gases into the system and comparing the posi- 
tive ion current from the spectrometer with that from the ion gauge. For 
the hydrogen Calibration, the Ha pressure in the system was increased by 
closing the foreline valve and allowing the pressure to build up. By this 
method the H2 pressure could be changed by a factor of 40 without appreci- 
able change in the other residual gases in the system. For the other Cali- 
bration gases A ,  He and N2, data have been obtained over a pressure range 
of at least two decades. 

An important consideration in this type of calibration is the linearity 
of both the ion gauge and mass spectrometer ion current with pressure. Re- 
cent measurements by Davis3 have shown the linearity of the Bayard-Alpert 
type gauge for He, A and N2 from about torr to near the X-ray limit of 
the gauge (lom1' t o r r ) .  
the partial pressure analyzer being used on the welding chamber was found 
to have an output linear with pressure from the lowest pressures obtained 
(about 10-l2 torr) well into the torr region for helium. For nitro- 
gen, linearity was maintained to about 10" torr, 

In this same study a mass spectrometer similar to 

The sensitivity of the ion gauge and the mass spectrometer for a 
particular gas is defined as 

I 
i P  
- s =  (1) where I is the positive 

ion current resulting from a pressure P (torr) in the ionizing region 

1 )  W. D. Davis, 
GE Research Lab, Report No. 63-RL-35126, November 1963. 

Gauge Calibration in the Ultra High Vacuum Range," 
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with an ionizing electron current, i. The factor to be obtained from the 
calibration is the ratio of the sensitivity of the mass spectrometer, S(ms), 
to the sensitivity of the ion gauge, S(ig). If the same ionizing electron 
current is used for both the ion gauge and the mass spectrometer, then the 
sensitivity ratio, R, is equal to the positive ion current ratio, thus: 

A typical plot of I(ms) vs I(ig) is shown in Figure 28. These data 
were obtained for argon at pressures between lo-' and 
sensitivity ratio is the slope of the line in Figure 28. Similar data have 
been obtained also for He, Ha and N2. 

torr. The 

The sensitivity ratio for ether gases may be obtained from these values 
if it is assumed that R is a function only of mass. Figure 29 is a plot of 
the sensitivity ratio (log scale) against mass number of the parent peak. 
The two curves of Figure 29 were obtained with electron multiplier voltages 
of 1275 and 1530 volts. The higher electron multiplier voltage results in 
an increase in gain by a factor of about 3 .  The very rapid change of R 
with mass is quite obvious from these curves. This mass dependent discrim- 
ination arises from the fact that masses are focused electrostatically and 
as a result, a relatively large number of ions are drawn from the source 
region at the very high potentials 'necessary to focus the low mass gases. 
While this is not a very serious difficulty in the use of the instrument 
once calibrated, it can be rather misleading if one assumes that relative 
ion currents approximate the relative concentrations. 

The relative ion gauge sensitivity for various gases is defined as 

(3) 
ion gauge sensitivity for gas 
ion gauge sensitivity for N2 r =  

The nominal sensitivity to nitrogen of the ion gauge used in the present 
study is 10 torr -'. 
pressure of a particular gas may be obtained. 

By combining equations (11, (2) and (3), the partial 

P = I(ms) = I ( m s )  C 
1 0 r i R  

I is constant for each gas. -- where C = 
1 0 r i R  

in F 
16.3 
39.5 

(4) 

B. Residual. Gases in the System 

Typical mass spectra of the residual gases in the system are shown 
gures 30 and 31. In Figure 30 the most prominent peaks are at masses 
and 19.3 and these, along with minor peaks at 23.3, 35.5, 37.5 and 
probably do not arise from residual gases in the system. The origin 
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Mass/Charge 

Figure 31. Residual Gas Mass Spectrum LOW Mas 8 scan. 
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of these  peaks has been discussed by Davis4 who concludes t h a t  t h e  most 
probable source of t hese  ions  i s  by ion iza t ion  of su r face  impur i t i e s  i n  the  
source region by ,e l ec t rons  s t r i k i n g  t h e  sur face .  This seems t o  be a q u i t e  
reasonable explanation s ince  the  peaks do not  occur a t  i n t e g r a l  mass numbers, 
and, i n  add i t ion ,  do not  vary appreciably with t o t a l  p ressure  i n  t h e  sys t em 
except for t h e  16.3 peak which i s  due t o  0' from absorbed CO+. 
peaks are,  according t o  Davis, due t o  C1+ C35,6and 37.5), (39.51, Na' 
(23.3) and F+ (19.3). The peaks can i n t e r f e r e  w i t h  t h e  determinat ion 
of argon a t  very low concentrations.  However, s ince  argon i s  of no p a r t i -  
c u l a r  i n t e r e s t  a s  an impurity i n  helium i n  t h e  present  s tudy ,  t h i s  p re sen t s  
no problem. 
This ,  too ,  p resents  no se r ious  problem s ince  reasonably accu ra t e  i n t e r p r e t a -  
t i o n  of the  spec t r a  can usua l ly  be obtained without t h e  16 peak. 

The o t h e r  

The l a r g e  peak a t  16.3 usua l ly  over laps  t h e  16 peak (O+ and CH4'). 

Table X I  shows t h e  p a r t i a l  p ressures  c a l c u l a t e d  from t h e  spectra of 
F igures  30 and 31. Values f o r  R were obtained from t h e  curve of Figure 29 
f o r  an e l e c t r o n  m u l t i p l i e r  vo l tage  of 1530 v o l t s .  V a l u e s  f o r  r w e r e  obtain-  
e d  from var ious  l i t e r a t u r e  sources,  P a r t i a l  p re s su res  were ca l cu la t ed  from 
equation (4) .  The CH4 ion  cu r ren t  i s  estimated from t h e  = 15 peak and t h e  m N2 ion  cu r ren t  i s  estimated from t h e  = 14 peak. The sum of t h e  p a r t t a l  
p re s su res  i s  4.0 x t o r r .  

m 

P a r t i a l  ion  gauge ion c u r r e n t s  ca l cu la t ed  from t h e s e  d a t a  are shown 
i n  t h e  l a s t  column of Table X I .  The t o t a l  ca l cu la t ed  ion  gauge c u r r e n t ,  
2.1 x amp, may be compared with t h e  measured va lue  4.2 x amp. 
Thus, t h e  measured  ion  gauge cu r ren t  i s  not  completely accounted f o r  by 
t h e  mass spec t r a .  There are seve ra l  poss ib l e  explana t ions  f o r  t h i s  appar- 
e n t  discrepancy. I n  t h e  f i r s t  p lace ,  spur ious  ions ,  s i m i l a r  t o  those  
observed i n  the  mass spec t r a ,  may a l s o  c o n t r i b u t e  t o  t h e  ion  gauge cu r ren t .  
Secondly, t h e  ion  gauge might have a tendency t o  read high a t  these low 
pressures  w h i c h  approach t h e  X-ray l i m i t s  of t h e  gauge, and, f i n a l l y ,  these 
could be gaseous impur i t i e s  (such a s  mercury from t h e  pump) t h a t  a r e  not  
d e t e c t e d  by t h e  mass spectrometer. 

C .  Helium Analysis 

I n  t h e  an,alysis  of helium, the  r e s i d u a l  gas mass spectrum i s  obtained 
and t h e  res idu.al  gas ion cu r ren t s  are subt rac ted  f r o m  t h e  corresponding 
values obtained when helium i s  introduced i n t o  the  sys t em.  I t  has  been 
found t h a t  helium may be admitted t o  a t o t a l  p ressure  of about 1 x 10-5 
t o r r  without e:xcessive background c u r r e n t s  due t o  s c a t t e r e d  ions.  For 
t h i s  t o t a l  p ressure  a r e s idua l  gas p a r t i a l  p re s su re  of about 1 x 
t o r r  g ives  a mass spectrometer ion  cu r ren t  equiva len t  t o  t h a t  from 1 ppm 

W .  D. Davis, 1962 Transactions of the  Ninth Vacuum Symposium, pp. 
363, t h e  M a c M i l l a m  Company, N e w  York (1962). 
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H2 

He 

CH4 

H 2 0  

co 

N 2  

c02 

TOTAL 

TABLE X I  

TYPICAL RESIDUAL GAS PARTIAL PRESSURE CALCULATED 

FROM THE MASS SPECTRA 

I(ms), Amp 

5.9 x 10-10 

5.3 x 10-l2 

1 x 10-18 

2 10-13 

3.3 x 10-l2 

3 10-13 ~~ 

4 10-l3 

R 

416 

127 

23 

19 

8.3 

8.3 

2.34 

- r 

0.42 

0.19 

1.07 

0.89 

1.07 

1.00 

1.37 

- 
- Torr 
cs Amp P, Torr 

0.57 3.4 x 10-10 

6.6 3.5 x 10-12 

4.1 4 10- l~ 

6.0 1.2 x 10-l2 

11.3 3.7 x 10'11 

-1-2; 1 3.6 x 

31.3 1.3 x 

4.0 x 10"O 
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P a r t i a l  Ion 
Gauge C u r r e n t  
Calculated 

Amp 

1.4 x 

4.2 1 0 - l ~  

2.1 x 10-l2 



impurity i n  t h e  helium. A s  can be seen i n  Table X I ,  it  would be d e -  
s i r a b l e  t o  reduce t h e  r e s i d u a l  gas p a r t i a l  p ressures  due t o  CO, C02 
and Ha ,  a l l  of which are g r e a t e r  than 10'l-l t o r r .  Fur ther  reduct ion  
can probably be obtained by a d d i t i o n a l  baking of t h e  sys t em,  ou tgass ing  
of t h e  ion  gauge and prolonged opera t ion  of t he  ho t  f i l aments .  

The main ques t ion  i n  t h e  a n a l y s i s  of helium i s  whether or not  the  
impurity concent ra t ion  i s  maintained i n  t h e  sampling and a n a l y s i s  pro- 
cedure. Impur i t ies  such as 02 and H20 might be adsorbed i n  t h e  wal l s  
of t h e  system o r ,  perhaps, r e a c t  with t h e  elements of t h e  spectrometer. 
I n  o rde r  t o  determine t h e  ex ten t  t o  which such e f f e c t s  may occur,  a 
helium sample of known impurity content w i l l  be obtained wi th  which re- 
s u l t s  from t h e  p a r t i a l  p ressure  ana lyzer  may be compared. 

13. Dif fus ion  Bonding Studies  

A ser i e s  of four tests were conducted t o  evaluate the diffusion 
bonding c h a r a c t e r i s t i c s  of e i g h t  combinations of r e f r a c t o r y  materials 
a t  temperatures of 1200' and 140O0F. The tendency of two m a t e r i a l s  t o  
d i f f u s i o n  bond under c e r t a i n  conditions of temperature and pressure  i s  
an important cons idera t ion  i n  t h e  s e l e c t i o n  of ma te r i a l s  df cons t ruc t ion  
f o r  i s o l a t i o n  valves t h a t  a r e  required t o  opera te  a f t e r  long t i m e  expo- 
su res  a t  e leva ted  temperature. 

A simple compression t e s t  r i g ,  which u t i l i z e s  t h e  i n i t i a l  to rque  
load p lus  t h e  d i f f e rence  i n  thermal expansion c o e f f i c i e n t s  between a 
molybdenum t i e - b o l t  and the  washer-like test  specimens t o  o b t a i n  t h e  d e -  
s i r e d  tes t  pressure ,  was used i n  these  tests. A schematic of t h e  test  
r i g ,  inc luding  t h e  loca t ion  of t h e  var ious  tes t  materials,  i s  shown i n  
Figure 32. P e r t i n e n t  da ta  wi th  r e spec t  t o  t h e  test ma te r i a l s  are given 
i n  Table X I I .  P r i o r  t o  t h e  f i n a l  assembly of t he  t e s t  specimens on t h e  
molybdenum t i e - b o l t ,  t he  su r faces  of each specimen were l i g h t l y  polished 
wi th  400-A Duri te  (S i l i con  Carbide) ab ras ive  paper ,  cleaned i n  acetone 
and r insed  i n  e t h y l  alcohol.  A f t e r  assembly, the  t i e - b o l t s  of a l l  t h e  
assemblies were torqued t o  15 f t - l b s .  The ca l cu la t ed  i n i t i a l  compres- 
s i v e  stress w a s  approximately 35,000 p s i  a t  a test  temperature of 12000F. 

Of t h e  fou r  assemblies,  one was wrapped i n  tantalum f o i l  and heated 
f o r  100 hours i n  a vacuum a t  1200' + 15OF. A t  t h e  s t a r t  of the  t e s t  t h e  
pressure  w a s  1.4 x 
9 x t o r r  a t  t h e  t i m e  t h e  test  was terminated. Two of t h e  remain- 
i ng  three assemblies of t h e  type i l l u s t r a t e d  i n  Figure 33, were sealed 
i n  3/4-inch Schedule 80 x 5-inch long Cb-1Zr a l l o y  capsules.  A f o u r t h  
assembly of t h e  type i l l u s t r a t e d  i n  Figure 34 w a s  sea led  i n  a 3/4-inch 
Schedule 80 x 3.5-inch long Cb-1Zr capsule.  All t h r e e  capsules  con- 
ta ined  approximately 10 grams of potassium which had been slagged, 
f i l t e r e d ,  d i s t i l l e d  and hot  trapped. The potassium w a s  t r a n s f e r r e d  
direct  from t h e  hot  t r a p  t o  the  capsule under vacuum, and t h e  capsule  
w a s  subsequently sealed us ing  e l e c t r o n  beam welding techniques.  The 

t o r r  and subsequently decreased t o  a va lue  of 
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t-. 4-20 Molybdenum Rod 

1- 7 / 16” 

Figure 32. Schematic of Diffusion Bonding Test Assembly Illustrating 
the Location of the Test Materials. 
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Figure 33 .  Test Assembly #2 with Cb-1Zr Al loy  Capsule P r i o r  to F i l l i n g  
wi th  Potassium and Sea l ing  Under Vacuum. (C63112941) 
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Figure 34. Test Assembly # 5  with Cb-1Zr Alloy Capsule Prior to Filling 
with Potassium and Sealing Under Vacuum. (C63112940) 
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oxygen content o.f t h e  potassium pur i f i ed  and t r a n s f e r r e d  i n  t h e  manner 
described above i s  less than 50 ppm as analyzed by mercury amalgamation 
techniques.  One capsule was exposed i n  a vacuum f o r  100 hours a t  l & O O o  
- + 15OF and two capsules were exposgd for 100 hours a t  1400° + 15OF. 
i n i t i a l  vacuums achieved i n  the  1200°F test and t h e  two 14OO5F tests were 
1-2 x t o r r  and t h e  vacuums a t  t e rmina t ion  of t h e  t es t  were 1-2 x 
10-6 t o r r .  

The 

A f t e r  t h e  test exposures, t h e  two test  assemblies t h a t  w e r e  exposed 
t o  vacuum and potassium a t  1200°F were removed from t h e  test  assembly, 
and t h e  Cb-1Zr a l l o y  n u t s  were loosened but no t  removed as shown i n  Fig- 
u re s  35 and 36. V i s u a l  observa t ions  of apparent bonding between t h e  
var ious  ma te r i a l  combinations wi th  Cb-1Zr a l l o y  were made and t h e  resu l t s  
a r e  recorded i n  Tables X I 1 1  and X I V .  The test r i g  then was completely 
disassembled and t h e  specimens were mounted i n  c o l d  s e t t i n g  p l a s t i c  i n  
prepara t ion  for metallographic examination. Each group of specimens t h a t  
exhib i ted  a tendency t o  bond was placed i n  a s i n g l e  mount, and an attempt 
was made t o  maintain t h e  i n t e g r i t y  of t h e  bond. However, t h e  bonds were 
so weak t h a t  a l l  t h e  specimens separated i n  t h e  i n i t i a l  s t a g e s  of pre- 
par ing  t h e  metalLographic mount. The most encouraging da ta ,  from t h e  
standpoint of t h e  opera t ion  of va lves  i n  l i qu id  potassium, i s  t h e  fac t  
t h a t  t h e  Cb-1Zr a l l o y  n u t s  were removed from t h e  molybdenum t i e - b o l t s  wi th  
l i t t l e  d i f f i c u l t y .  The ca lcu la ted  contac t  stress of t h e  threads  wi th  the 
system a t  temperature was approximately 115,000 p s i .  

The r e s u l t s  of t h e  metallographic examination a r e  summarized i n  
Tables X I 1 1  and X I V .  
t h e r e  i s  l i t t l e  or no evidence of any i n t e r d i f f u s i o n  between t h e  seven 
material combinations. An example of mate r i a l  pull-out due t o  poin t  
bonding can be seen on t h e  su r face  of t h e  Cb-1Zr a l loy  i n  Figure 37. 
The only o t h e r  observa t ion  t h a t  was made was i n  t h e  varying e t ch ing  char- 
a c t e r i s t i c s  of t h e  sur face  of t h e  Cb-1Zr a l l o y  t h a t  was i n  contac t  wi th  
Mo-TZM a l l o y  (both i n  vacuum and l iqu id  potassium environment) and D-43 
a l l o y  ( i n  vacuum environment only) t o  a depth of 0.001 t o  0.003 inches.  
Although i t  i s  poss ib l e  t h a t  t h i s  e f f e c t  i s  t h e  r e s u l t  of carbon d i f f u -  
s ion  ac ross  the  i n t e r f a c e ,  o t h e r  f a c t o r s  such as varying amounts of cold 
work and r e s i d u a l  atmospheric contamination from t h e  processing opera- 
t i o n s  could be a l s o  respons ib le  f o r  t he  s l i g h t l y  d i f f e r e n t  e t ch ing  char- 
ac te r i s t ics  of t h e  sur face .  Microhardness t r a v e r s e s  ac ross  t h e  spec i -  
mens from t h e  i n t e r f a c e s  t o  the  cen te r s  revealed no apprec iab le  hardening 
of e i t h e r  material of t h e  Cb-lZr/Mo-TZM or Cb-lZr/D-43 couples.  

Generally,  with t h e  exception of "point bonding", 

From t h e  preliminary da ta  from t h i s  i n v e s t i g a t i o n ,  Mo-TZM w a s  selected 
as t h e  ma te r i a l  f o r  t h e  valve plugs t o  be used i n  t h e  f a b r i c a t i o n  of valves 
f o r  Loop I1 and t h e  Pre-prototype Loop. 
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0 Figure 35. Test Assembly #1 After Vacuum Exposure fo r  100 Hours  at 1200 F, 
Followed by Loosening of End Bolts. Note Bonding Between Speci- 
mens. (C63091204) 



I 

F i g u r e  36. T e s t  Assembly # 2  A f t e r  Exposure t o  P o t a s s i u m  for 100 Hours  a t  
1200°F I n s i d e  o f  Cb-lZr C a p s u l e ,  Followed by Loosen ing  of End 
B o l t s .  Note Bonding. (C63102105) 



TABLE XIIP 

SUMMARS OF METALLOGRAPHIC OBSERYATIONS OF DIFFUSION BONDING 

TEST SPECIMENS ENCLOSED IN TANTALUM AND EXPOSED TO A VACUUM FQR 

100 HOURS AT 1280°F (ASSEMBLY #1) 

Metallographic Observations 

*pb-lZr (End Plate) 
------------- Slight Point Bonding/PuPl-Out 

------------- Slight Indication of Pciint Banding/Pull=Qut 

E:;:”’ 
A S - 3 0  

Cb-1Zr 

Cb-1Zr 

Ta-8W-2Hf c Cb-1Zr 

------------- No Bending Effect Observed 

------------- No Bonding Effect Observed 

------I------ Etching Effect at Surface of C b - U P  

------------- Etching Effect at Surface of Cb-1Zr 

_-_- -______-p No Bonding Effect Observed 

- - - -- --. - - - - - - Slight Point Bonding/Pull*uti Delamination of W 

Slight Indication of Point Bonding/Pull-ht - - - - - - -. - - - - - - 

- - - - - - -. -- - - - - Slight Indication of Mechanical Bond 

* Bonding was visually observed on the sample within each 
of these groups at the termination of the test and prior 
to mounting for metallographic examination. 
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TABLE: XIV 

SUMMARY OF METALLOGRAPHIC OBSERVATIONS OF DIFFUSION BONDING TEST 

SPECIMENS EXPOEED TO POTASSIUM FOR 100 HOURS AT 1200°F (ASSEIWLY #2) 

Metallographic Observations 

Cb-1Zr (End Plate) *r 

Cb-1Zr r I Ta-8W-2Hf 

Slight Point Bonding/Pull-Out 

No Bonding Effect Observed 

Slight Point Bonding/Pull-Out 

Etching Effect at Surface of Cb-1Zr 

Etching Effect at Surface of Cb-1Zr 

Slight Mechanical Bond 

No Bonding Effect Observed 

Slight Indication of Point Bonding/PulllOut 

No Bonding Effect Observed 

Slight Bonding; Delamination of W 

Slight Bonding/Area Pull-Out; Delamination of W 

Slight Point Bonding Pull-Out 

No Bonding Effect Observed 

* Bonding was observed on samples within each of these 
groups at the termination of the test and prior to 
mounting for metallographic examination. 
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F i g u r e  37. S u r f a c e  of Cb-1Zr A l l o y  Specimen A f t e r  100 Hours i n  C o n t a c t  
w i t h  Cb-1Zr A l l o y  a t  1200°F i n  Vacuum. 
and Subsequent  P u l l - O u t ,  

Note P o i n t  Bonding 

E t c h a n t :  6 0 ~ 0 G l y c e r i n e - 2 O % H F - 2 0 % ~ 0 ~  Mag: 500X (K380) 
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111 FUTURE WORK 

A .  The evaluation of Loop I will be completed during the next quarter. 

B. Fabrication of Loop I1 will be concluded and test operation started. 

C. The design of the Pre-prototype Loop will be finished and the drawings 
submitted for approval. 

D. The two EM pumps for the Pre-prototype Loop will be fabricated during 
the next quarter, Two sets of parts of the fast response pressure 
transducer will be machined. Assembly of this component will be de- 
layed pending the observation of the performance of one of these units 
in Loop 11. Filling of the six Taylor pressure transducers with high- 
purity NaK will be completed. 

E. Qualification tests on the chamber for the Pre-prototype Loop will be 
completed by the vendor, 

F. The Mo-TZM alloy -Cb-1Zr refluxing capsule tests will be prepared 
and put in operation near the end of the next quarter, 
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